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The growing demand for the reduction of anthropogenic CO2 emissions has stimulated the development of CO2 
capture methods. One of the best capture methods comprises the calcium looping process, which incorporates 
calcium-based sorbents during the calcination and carbonation cycles. Czatkowice limestone may be considered 
to be a prospective chemical sorbent for the calcium looping process because of its formation characteristics. This 
paper addresses the thermogravimetric studies conducted under varying conditions of temperature and various 
concentrations of CO2 during the carbonation cycles. Moreover, a kinetic analysis of the carbonation stage was 
performed for the calcined sample at varying temperatures. The kinetic parameters for calcination and diffusion 
were determined. In addition, there was an increase in the concentration of CO2 with an increased carbonation 
conversion. The research results demonstrate that in further cycles of carbonation/calcination, the calcium sorbent 
reaches a higher rate of carbonation conversion with increased levels of CO2.
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INTRODUCTION

 Global warming has long been recognised by the Eu-
ropean Union as one of the most serious environmental 
challenges. Its main cause is believed to be the increasing 
concentration of CO2 in the atmosphere. It is acknowl-
edged a priori that people are to be held accountable 
for the increase of the CO2 concentration in the Earth’s 
atmosphere. This has triggered the enactment of further 
directives with the goal of reducing CO2 emissions. Re-
gardless of how these offi cial decisions are assessed, they 
have caused a sudden development of various technolo-
gies to address the emissions, along with the utilisation 
or capture and storage of CO2. These methods may be 
divided into either physical or chemical. The physical 
methods include membrane separation and adsorption. 
The chemical methods include the absorptive separation 
on solids or in solvents. Calcium looping is an absorptive 
method and is one of the most promising technologies for 
CO2 removal from post-combustion fl ue gas, especially 
because of the related processing costs1. The calcium 
sorbent performs a key role in this method; it functions in 
alternating cycles of calcination and carbonation making 
it possible to obtain a fl ux of clean CO2, which may be 
subsequently disposed (sequestration). Because there are 
various properties of limestone grades, it is observed that 
different effectiveness ratios of the process are caused 
by numerous factors. One of these factors includes the 
decrease of capture effi ciency as the number of calcium 
looping cycles increases. This phenomenon is a direct 
consequence of sintering the sorbent active surface and 
the chemical deactivation resulting from a reaction with 
sulphur oxides (SO2) competing in carbonation2–4. The 
reaction with sulphur compounds is irreversible, even 
though it resembles the carbonation reaction (both are 
heterogeneous and occur in the porous structure of the 
sorbent). Under the process conditions, calcium looping 
takes place in the small pores and covers the sorbent 
surface and thus prevents the carbonation reaction from 
occurring5–8. The carbonation process itself proceeds 
in the micropores (which leads to their rapid fi lling), 
mesopores and at grain boundaries9, 10.

The effi ciency of CO2 capture depends on multiple 
parameters, including diffusion, which is affected by the 
sorbent grain size, pore volume and structure, the area 
of the sorbent’s actual surface, and the kinetics of the 
reaction11. All of these parameters are crucial for both the 
carbonation and calcinations processes. The alternating 
progress of the capture and calcination processes also 
triggers a reduction in the active surfaces of the particles. 
This reduction is due to declining microporosity, which is 
caused by a more dense packing of CaO (cubic structure) 
compared with the packing of CaCO3 (rhombohedral 
structure)12. CO2 capture by activated CaO proceeds 
in two stages: the preliminary stage, characterised by 
a very high reaction rate; and the second stage, which 
is slow and is a consequence of CO2 diffusion through 
the CaCO3 layer. Therefore, in the addressed mode of 
operation, the calcium looping system will only use the 
fi rst stage of CO2 capture13. It is stressed that the rapid 
carbonation stage depends considerably on the sorbent 
surface parameters. Oakkeson and Culter studied size 
changes in the sorbent particles and surface changes 
during each of the calcination and carbonation processes. 
During the process, they confi rmed the parabolic shape of 
the grains and found a signifi cant impact of CO2 partial 
pressure on process rate14. The joint research by Bhatia 
and Perlmutter concluded that the diffusion stage was 
independent of CO2 pressure. They further discovered 
that the calcite layer formed concentric coatings in the 
direction of gas fl ow15. 

In order to establish the kinetics of the CaO sorbent 
carbonation process, various models on this subject have 
been extensively discussed and applied in the literature, 
including the apparent model16, 17, the shrinking core 
model18, 19, the random pore model15, 20–22 and the grain 
model23, 24.

As mentioned above, natural calcium sorbents are 
characterised by decreasing activity of CO2 capture over 
the course of the initial 20 capture cycles. In contrast, 
after approximately 100 cycles, the activity of the sorbents 
reaches an asymptotic value of between 7–15% under at-
mospheric pressure, with a carbonation time of 10 minutes.
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MATERIAL AND METHODOLOGY

In this research work, the impact of calcium looping 
parameters on CO2 capture was examined using speci-
mens of limestone from the “Czatkowice” Limestone 
Mine. The samples had a grain size distribution between 
0.1–0.4 mm. The CaCO3 content was 96%, and the 
moisture content was below 0.1%.

Tests of CO2 sorption on calcium sorbents were con-
ducted using the Luxx 409 PG thermogravimetric analyser 
manufactured by Netzsch (Selb, Germany), which features 
a high-temperature furnace enabling measurements to 
be taken up to 1.500°C. The specimens with a mass 
(ms) of 15.0 ±0.1 mg were placed on a fl at tray made 
of Al2O3. A sample temperature scheme of the process 
is shown in Figure 1. Each process started with a ni-
trogen fl ow rate of 25 ml/min at 25°C. The next stage 
involved heating the sample at a rate of 20°C/min with 
a fl ow rate of 25 ml/min to the calcination temperature 
(880, 900 or 900°C). Calcination was conducted for 10 
min. After calcination, the sample was cooled at a rate 
of 20°C/min to 650°C. The next step was carbonation. 
The hold time was 40 min. The gas mixture fl ow rate 
was changed depending on the process parameters. 
After carbonation, the CO2 fl ow was stopped, and the 
system was heating to calcination temperature (heating 
rate of 20°C/min, and a N2 fl ow rate of 25 ml/min). The 
sequence of calcination, cooling, carbonation, heating 
and calcination was repeated (10 times). 

The research in question comprised studies on the im-
pact of carbon dioxide concentration on sorbent activity 
as examined with consecutive working cycles. The gas 
composition for the tests consisted of 25%, 50%, 58%, 
67%, and 75% CO2 in N2. 

The next stage was a study of the impact of calcina-
tion temperature on the carbonation of the sorbents. 
This was conducted at three calcination temperatures: 
880°C, 900°C and 920°C. The kinetic parameters from 
the process cycles were determined and compared with 
each other. The relevant calculations were performed 
using MathCad software.

Studies and discussion of results
One of the most interesting aspects investigated in the 

study of sorbent behaviour working in calcium looping 
is the impact of CO2 concentration on the effi ciency 
of the capture process. To access the infl uence of CO2 
concentration, the activity of the calcium sorbent was 

examined after ten consecutive working cycles at fi ve 
CO2 concentrations applied during the course of car-
bonation. The studies comprised calcination at 900°C 
and carbonation at 650°C. The results obtained are 
illustrated in Figure 2. 

Figure 1. Sequence steps of the thermogravimetric test used in the studies. The steps enclosed in the brackets were repeated 10 
times

Figure 2. Correlation between carbonation conversion and CO2 
concentration in the process

The numbers from 1 to 10 represent successive sor-
bent working cycles. In the Figure 2, an approximation 
conducted by the linear regression method has been 
matched with each of the cycles. In the fi rst four cycles, 
the CO2 capture effi ciently decayed with increasing CO2 
concentration. This can be explained by the amplifi cation 
of sintering in the CO2 atmosphere9. As noted by Chen25, 
carbonation rate increases considerably in presence of 
CO2 above the CO2 equilibrium pressure (1.20 kPa). 
This implies that the process rate does not depend on 
lower pressures of CO2. A slight increase in the CO2 
capture process effi ciency for subsequent cycles with 
increasing CO2 partial pressure may be due to changes 
in the sorbent structure resulting from different partial 
CO2 pressure, but this requires further study. Figure 3 
provides a diagram of the correlations between the 
slopes of matching straight lines and the cycle number. 
A clear upward trend in terms of the slope is evident 
with an increasing cycle number. Therefore, it can be 
concluded that this examined calcium sorbent reaches 
a better carbonation conversion level under increased 
CO2 concentrations with additional carbonation/calci-
nation cycles.

Figure 4 shows the correlation between the extent of 
carbonation conversion for successive working cycles 
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at three calcination temperatures. Carbonation was 
conducted with a 67% content of CO2 in N2 at 650°C, 
whereas the calcination proceeded at three temperatures: 
880°C, 900°C and 920°C. After the rapid and the slow 
(diffusion) phases, carbonation conversions are practi-
cally independent of sorbent calcination temperature. 
However, the activity of the sorbents calcined at 920°C 
was insignifi cantly lower than the activity at other tem-
peratures. This may be related to the agglomeration of 
the sorbent surface, as noted by Manovic and Anthony9.

Figure 3. Correlation between the slopes of matching straight 
lines from Figure 2 and the sorbent working cycle 
number

Figure 4. Correlation between carbonation conversion in con-
secutive working cycles and calcium sorbent calcination 
temperature

Another stage in the study of sorbents is the kinetic 
analysis of carbonation, which was performed in the fi rst 
sorbent working cycle. Based on the thermogravimetric 
(TG) test results, a kinetic analysis of the carbonation 
process was conducted for a specimen that had been 
subject to calcination at three temperatures: 880°C, 
900°C and 920°C. The carbonation process was handled 
in isothermal conditions at 650°C and at a heating rate 
of 20oC/min.

The conversion degree for the reaction was determined 
based on the following formula:

 (1)

where: 
m – mass in time t [mg], 
m0 – initial sorbent mass after complete calcination 

[mg], 
MCaO, MCO2 – molar mass of CaO and CO2, respec-

tively [g/mol].
In the calculations below, the shrinking core model 

was adopted to determine the reaction rate. 
The reaction rate is given by the following formula:  

 (2)

where:
t – time [min], 
X – degree of conversion,
f(X) – kinetic model of the reaction,
k – reaction rate [1/min].
The carbonation reaction proceeds in two stages16, 26. 

The fi rst regime involves the rapid chemical reaction 
between the reactant gas and solid particles on the fresh 
CaO surface. A sharp interface between the product 
layer and the unreacted inner core of the CaO particle 
is produced. This reaction is followed by the second 
regime, which is a slower reaction characterised by the 
formation of the CaCO3 layer. This layer tends to impede 
the diffusion of the reactant gas. In the fi rst stage, the 
reaction is kinetically controlled. After the formation 
of the product layer, the diffusion process controls the 
whole reaction. 

There are several mathematical simulations in standard 
textbooks that propose the modelling of non-catalytic gas-
-solid27, 28. The unreacted shrinking core model and the 
grain model are most commonly used for non-catalytic 
gas-solid reactions for non-porous and porous solid reac-
tants, respectively. The un-reacted shrinking core model 
is an early model proposed for the gas-solid reaction29 
and is well-explained in chemical reaction engineering 
textbooks. In this model, the reaction takes place at the 
sharp interface between the outer layer (product layer) 
and the inner un-reacted core of the particle. The fi rst 
stage of the reaction is described by a kinetic equation, 
which assumes the following form: 

 (3)
where:

kc – surface reaction rate [1/min].
The second stage involves diffusion through a fi lm of 

product, which is generated on the non-reacted core of 
the solid phase. This fi lm tends to limit the rate of the 
entire process. It is described by the following kinetic 
equation form:

 (4)
where:

kd – diffusion rate [1/min].
The confidence interval at a significance level 

(α = 0.05) was estimated for the reaction rates using 
the following formula:

 (5)
where:

t(ν;1-0.5α) – Student t-distribution with a signifi cance level 
α and ν degrees of freedom, 

s(k) – estimation error of the reaction rate, defi ned as: 

 (6)

where:
Xexp, Xcalc – degree of conversion for experimental and 

calculated data, respectively, 
n – number of data.
Figure 5 shows the rates of the carbonation reaction 

for the sorbents calcined at the three temperatures. 
In Figure 5, it is noted that a very rapid and fast che-

mical reaction proceeds up to the degree of conversion 
of approximately 0.6. The rate (kc) of this reaction has 
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been determined by equation (3). Above a degree of 
conversion of 0.6, the reaction rate drops because of the 
diffusion process. Therefore, the rate (kc) of this process 
has been calculated using equation (4).

Equations (3) and (4) are linear and show the values 
from the models on the y axis versus the values of time 
on the x axis. A straight line equation is obtained, and 
the slope equals the reaction rate. The results of the 
calculations conducted for sorbents calcined at different 
temperatures are illustrated in Figure 6.

An analysis of Figure 6 suggests that the trends of the 
straight lines that describe the carbonation reaction are 
similar regardless of the sorbent calcination temperature. 

At low degrees of conversion, the reaction rate is fast. 
In contrast, at higher values, the reaction rate drops to 
nearly zero. The established reaction rates have been 
provided in Table 1.

The diffusion process was divided into two stages: the 
fi rst took place within 2–8 minutes; the second proceeded 
at the reaction time above 8 minutes. The fi rst stage is 
a transition stage between the chemical reactions and 
does not proceed as rapidly as the previous test. This 
suggests that the diffusion process has an increased 
impact on the surface reaction. The second stage is 
exclusively the diffusion process. As carbonation time 
elapses, diffusion exerts an increasingly stronger impact 
on the rate. Diffusion ultimately reaches the stage that 
completely limits the reaction. Based on these determi-
ned rates, one can conclude that the chemical reaction 
proceeds at the highest rate, while diffusion has a rate 
close to zero. The rate of the transition stage proce-
eds slowly yet at an order of magnitude higher than 
the diffusion process, which is still considerably lower 
than the chemical reaction rate. Therefore, it is noted 
that the transition zone is controlled more by diffusion 
limitations than the chemical reaction. In this case, the 
sorbent calcination temperature has no impact on the 
reaction rate. However, in the case of the chemical re-
action, as the calcination temperature rises, the reaction 
rate decreases to a small extent.

Table 2 presents some kinetic rates of the carbonation 
of calcium oxide obtained by various researchers.

It is very diffi cult to compare the kinetic rate values 
because the shrinking core model is the general model. 
The other model includes many accurate parameters such 

Figure 5. Degree of carbonation conversion of sorbents calcined 
at different temperatures as a function of time

Figure 6. Linear matching of experimental carbonation data with kinetic models for sorbents calcined at: a) T = 880°C, b) T = 900°C, 
and c) T = 920°C
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as the length and surface area per unit volume, porosity, 
and pore size distribution. After taking these parameters 
into account, the kinetic parameters are also changed. 
In addition, the experimental conditions are different 
and that also affects the kinetic rate values. However, 
it can be said that rates of the chemical reaction are 
defi nitely higher than the rates of the diffusion process.

It is worth noting that this study, as described, is ba-
sic research. In the case of sorbent carbonation, some 
investigations, such as the determination of structural 
properties, are very important. Extending the range of 
experiments and kinetics will be the subject of further 
study.

CONCLUSIONS 

This paper studied the impact of different process pa-
rameters on calcination and carbonation for the calcium 
looping process. Based on the analysed results, one can 
conclude that the following:

The examined calcium sorbent reaches higher car-
bonation conversion levels at increased carbon dioxide 
concentrations. This also occurs when the carbonation/
calcination cycles are greater than 5.

The carbonation process proceeds in two main stages: 
the fi rst is the surface chemical reaction, and the second 
is the diffusion reaction. A transition zone, which is 
a deviation between the chemical and diffusion stages, 
is also observed.

The chemical reaction proceeds at the highest rate. 
In contrast, diffusion proceeds with a rate close to zero. 
The transition stage proceeds slowly, with considerably 
lower rates than the chemical reaction rate. Therefore, 
it is noted that the stage is controlled more by diffusion 
limitations than the chemical reaction.

The sorbent calcination temperature has a negligible 
impact on the reaction rate of the chemical reaction 
stage and has no impact in the case of the diffusion 
stage of the process.
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